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BILIMB IMAPAMETPIB EKCILUTYATAIIII HA TPOIIEC CTAPIHHS
HEPKABIIOUUX CTAJIEM 08X18HOT I 12X18HOT

VY nomnoBial BU3HAYEHHWH BIUIMB TPUBAJIOrO HArpiBaHHsS HA MPOTIKAHHA IMPOLECIB
CTapiHHS B HEP)KaBIIOUMX XPOMOHIKEIEBUX CTalsIX 13 TUTaHOM. Bussiena
3aJIEKHICTh JUHAMIKU CTapiHHS BiJl BMICTY BYIVICLIO, TEMIIEpATypu Ta TEPMIHY
eKCIUTyaTallii.
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BJIUAHUE TAPAMETPOB SKCIUVIYATAIIMA HA HPOHECC
CTAPEHUS HEPKABEIOIIUX CTAJIEM 08X18HOT U 12X18HIT

B noknazne onpeneneHo BIMSHUE MINTEILHOTO HArpeBa Ha IPOTEKAHKUE IIPOLECCOB
CTapeHUs] B HEPKABEIOIIUX XPOMOHMKEIEBBIX CTalsIX C TUTAaHOM. BbIsBIEeHa
3aBUCHMOCTh JUHAMHMKHM CTapeHUs OT COJEpXkKaHUsA Yrieponaa, TEMIIEpaTypsl U
JUTUTENBHOCTH JKCILTYaTaLlUH.

Protasenko T.A., Ukraine, Kharkov

EFFECT OF APPLICATION PARAMETERS ON AGING PROCESS OF
STAINLESS STEEL S08X18HOT AND 12X18H9T

The long-period heating influence on the course of aging in stainless chromium-

nickel steels with titanium are presented in the report. Dynamics of aging as
determined from the carbon content, temperature and duration of use.
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