UDC 621.892.09

Melnikova O.P. The increasing of engines cylinder sleeve wear resistance // Internal combustion engines. –

2004. - №1. - P. 70-72.

The efficiency comparison of two types of lubricating

and cooling technological fluids – kerosene with mineral

oil and elaborated silicate LCTF while honing – is carried

out. The results of operation tests of cylinders`

sleeve treated with the use different LCTF are illustrated

with the most suitable parts of cylinder – piston group of

ICEs – engines` cylinder sleeve of ZMZ-53. Table 2. Il.
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