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MOJIEJIIOBAHHS HAC BETOHHUX EJIEMEHTIB CITIOPY ] 3
BPAXYBAHHSM INOPYHWIEHb BUMOI IPOEKTY
Mamniniu M.C., Tpyo6aes O.1., FOnaes B.B.
Hauionanvnuit mexnuiyHuil ynigepcumem
«XapkiecoKkuit noaimexuiunuil incmumym», m. XapKie

B po6oTi po3risiHYyTO THWTaHHS BIUIMBY MOPYIIEHh BHUMOT IPOEKTHOI
JOKyMEHTalli Ha HanpyxeHo-nedopmoBanuii ctad (HZIC) obmacTi kamiTento KOJIOHU
CIIOPY/IX 31 301pHOTO 3a11300€TOHY 7151 30€piraHHs 3epHa.

Metonom CKIHYEHUX €JIEMEHTIB
3MOJIETIIOBAHO ~ TpU  BaplaHTH  BUKOHAHHS
MOHTa)XHOTO 3’ €HAHHS KOJIOHU 3 JTHULIEM: 3T1IHO
npoekTy 3amisHa 100% rmioma KOHTaKTy Ta Mpu
HEJIOCTaTHbOMY KOHTaKTI1, 50% Ta 25% BiAMoBiAHO.
PosrnsimaBcs Geton knacy C25/30. Pesynbratu
MOJICITIOBAHHS  TOKa3ylTh, IO Y BHITAJKY
BUKOHAHHS YKJIaaku po3unHy M300 3rigHo
MPOEKTY, HETaTUBHUN BIUIUB JIOKAJII30BaHUM B TLI1
KOJIOHM Ta TMOBHICTIO BiAmoBigae manuMm B [1]. Ha
Puc 1. HaBeneHo posmozin koedimienty Gesmexu _ Puc 1. Posmonin koediuienty
FOS, mo Bu3HavaeTbest BUpa3oM (1) Ta IpyHTYEThCS Oe3mexu no KoncTpyxui. [inmera

BHKOHaHa Ha 25 % BiJI TPOEKT
Ha kputepii Mopa-Kyiona [2]:

FOS

or./oy; 0> 0,03 >0

oc./\o3l; 01 < 0,053 <0 (1)
lo1/07.1 +l0o31/0c,]7Y 01> 0,05 <0

1e: o, > 0, > 03 — FOJIOBHI HaIIPY>KEHHS;
0c, Ta op;— MEXKI MIIHOCTI Ha CTHCK Ta
PO3TSAT BiIMOBITHO.

[Ipu  mopymeHHi  TPOEKTHUX  BHUMOT,
HAIMpY>KEHHS TEPEMINIYIOThCS /0 HEapMOBaHOI
30HU KOJIOHH, Ta MIPU3BOJISATH 0 PYWHYBaHHS IIapy
OeToHy, 110 criocTepiraerbes Ha Puc. 2.

Ile nmo3Bonsie chopmynoBaTH mnpakTUyHi — Puc 2. [IOMKOKEHHS KOIOHH.
peKOMEHAAIi 100 IMABHINCHHS HAIIHHOCTI
eKCIUTyaTarlii Copy/a.
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